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CUSTOMER NAME: SLEEPMILE CO., LTD. 

ADDRESS: 2F, NO. 19, SECTION 3, CHONGQING SOUTH ROAD, 

ZHONGZHENG DISTRICT, TAIBEI CITY 

 

Sample Name : 6D Breathing cotton 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : GZF21-018094-01 

Date of Receipt  : Jul 01, 2021 

Testing Start Date  : Jul 01, 2021 

Testing End Date : Jul 20, 2021 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd. Shenzhen Branch 
Testing Center 

 

Jessie Ho 

Authorized signatory 
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Test Item: Evaluation for anti-mites activity 

Sample Description: Block sample 

 Test Method: GB/T 24253-2009, 9.2 Inhibition method 

Test Result(s): 

 Test organism(s) Dermatophagoides farinae 

 

Test result of sample 25 

Test result of control sample 203 

Inhibition rate (%) 88 

 Notes: 

 1.Incubation time: 7  days. 

 2. Control sample is standard cotton, without any treating but high temperature cooking and 

washing by distilled water. 

 3. Mites used in this test were TU074 The mite feed was made in the lab according to GB/T 

24253-2009 Appendix A. 

 4. The requirement of GB/T 24253-2009（Inhibition rate）: the sample has very good anti-mites 

activity: ≥ 95%;  the sample has good anti-mites activity: ≥ 80%;the sample has anti-mites activity:≥ 

60%. 

5.The test method was carried out by SGS-CSTC Standards Technical Services Co., Ltd. 

Guangzhou Branch. 
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Sample photo: 

 

Appendix information:  

The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc… and just for internal reference. 

******** End of report******** 
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